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I NTRODUCTION
Exceptional electronic and mechanical properties
together with nanoscale diameter make carbon nanotubes (CNTs) candidates for nanoscale field effect
transistors (FETs). High performance CNTFETs
were achieved recently [1, 2]. Metallic contacts can
be directly connected to the gate-controlled CNT
channel [1]. To reduce the parasitic capacitances the
spacing beween the gate-source and the gate-drain
contacts can be increased. The extension region can
be of n or p-type leading to n/i/n or p/i/p devices.
Unlike conventional semiconductors, in which doping is introduced by implantation, doping of CNTs
requires controlling the electrostatics of the CNT
environment by additional gates [2], molecules [3],
or metal ions [4]. The gate controls the thermionic
emission current, therefore a sub-threshold slope
of about 64 mV/dec can be achieved [2]. Aggressively scaled devices of this type suffer from charge
pile-up in the channel [5], which deteriorates the
off-current substantially and ultimately limits the
achievable Ion /Ioff ratio [5].
In order to overcome this obstacle a gatecontrolled tunneling device (T-CNTFET) has been
proposed [5]. In this type of device either a p/i/n
or n/i/p doping profile can be used. The gate voltage controls the band bending at the junctions,
which modulates the band to band tunneling current.
The T-CNTFET benefits from a steep inverse subthreshold slope and a better controlled off-current.
S IMULATION R ESULTS
In this work we present a numerical stduy of
a T-CNTFET. Because of strong quantum effects,
the non-equilibrium Green’s function (NEGF) formalism has been chosen to investigate the behavior
of these devices. Ballistic transport is assumed and
the coupled transport and Poisson equations have
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been solved. We studied the effect of the doping
concentration on the device performance.
The operation of the device can be well understood by considering the spectrum of electrons
along the device (Fig.3 and Fig.5). At high negative
gate voltages, due to strong band bending near the
source contact, band to band tunneling contributes
greatly to the total current. By increasing the gate
voltage to positive values the band bending near
the source contact decreases, and as a result band
to band tunneling decreases. On the other hand
the increase of the gate voltage results in a strong
band to band tunneling near the drain contact, see
Fig.3 (VGS = 0.6V). As a result the total current
increases in the off regime which has a detrimental
effect on the device performance (Fig.2). In the
device we discussed, the doping concentrations at
the source and drain sides are assumed to be equal.
By decreasing the doping of the drain side the band
bending decreases for the same gate voltage (Fig.5)
and the band to band tunneling current near the
drain contact decreases greatly, see Fig.2 and Fig.4.
C ONCLUSION
We performed numerical investigation of a TCNTFET. Due to strong quantum effects including
band to band tunneling, the NEGF formalism along
with complex band structure gives a suitable model
for the analysis of these devices. Simulation results
suggest that an asymmetric doping concentration
reduces the parasitic carrier injection and increases
the Ion /Ioff ratio by several orders of magnitude.
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T-CNTFET device with n/i/p doping profile.
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Fig. 2.

9

-1

9

-1

9

-1

ND,S = 2x10 m

NA,D = 2x10 m
NA,D = 1x10 m
8

NA,D = 5x10 m
-1.2

1.5
1

-0.4

0
0

-0.2

Fig. 4.

Transfer characteristics for different doping profiles.

Fig. 3. The distribution of electrons in energy space along the
device with ND,S = 2 ×109 m 1 and NA,D = 2×109 m 1 .
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Output characteristics for different doping profiles.

Fig. 5. The distribution of electrons in energy space along the
device with ND,S = 2 ×109 m 1 and NA,D = 5×108 m 1 .

